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& 0.76um[.000030] MIN GOLD ON LOCALIZED GOLD PLATE AREA, 2.54um[.000100] MIN TIN—LEAD ON CRIMP AREA, BOTH OVER
1.27um[.000050] MIN NICKEL ON ENTIRE CONTACT,
GOLD FLASH OVER PALLADIUM—NICKEL, 0.76um[.000030] MIN TOTAL THK ON LOCALIZED GOLD PLATE AREA, 2.54um[.000100]
MIN TIN—LEAD ON CRIMP AREA, BOTH OVER 1.27um[.000050] MIN THK NICKEL UNDERPLATE ON ENTIRE CONTACT.

A 0.38um[.000015] MIN GOLD ON LOCALIZED GOLD PLATE AREA, 2.54um[.000100] MIN TIN—LEAD ON CRIMP AREA, BOTH OVER
1.27um[.000050] MIN NICKEL ON ENTIRE CONTACT,
GOLD FLASH OVER PALLADIUM—NICKEL, 0.38um[.000015] MIN TOTAL THK ON LOCALIZED GOLD PLATE AREA, 2.54um[.000100]
MIN TIN—LEAD ON CRIMP AREA, BOTH OVER 1.27um[.000050] MIN THK NICKEL UNDERPLATE ON ENTIRE CONTACT,

3. ACCEPTS 0.38£0.03[.015+.001] SQUARE POST, 3.18-8.89[.125—.350] LONG.

A 0.76um[.000030] MIN GOLD ON LOCALIZED GOLD PLATE AREA, GOLD FLASH IN CRIMP AREA, BOTH OVER 1.27um[.000050]
MIN NICKEL ON ENTIRE CONTACT,
GOLD FLASH OVER PALLADIUM—NICKEL, 0.76um[.000030] MIN TOTAL THK ON LOCALIZED GOLD PLATE AREA, GOLD FLASH IN
CRIMP AREA, BOTH OVER 1.27um[.000050] MIN THK NICKEL UNDERPLATE ON ENTIRE CONTACT.

A 0.38um[.000015] MIN GOLD ON LOCALIZED GOLD PLATE AREA, GOLD FLASH IN CRIMP AREA, BOTH OVER 1.27um[.000050]
MIN NICKEL ON ENTIRE CONTACT,
GOLD FLASH OVER PALLADIUM—NICKEL, 0.38um[.000015] MIN TOTAL THK ON LOCALIZED GOLD PLATE AREA, GOLD FLASH IN
CRIMP AREA, BOTH OVER 1.27um[.000050] MIN THK NICKEL UNDERPLATE ON ENTIRE CONTACT.

A OBSOLETE PARTS: OBSOLETE CIS STREAMLINING PER D.RENAUD/D.SINISI

A GOLD PLATING MAY OR MAY NOT BE PRESENT ON BOTTOM OF THE CRIMP BARREL.
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